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Customer:00 0 «kAPTUCAH BU3HEC ITAPTHEP»
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SHANDONG MANBAYKON IMPORT&EXPORT CO., LTD

Invoice No.:HT240112SH

Commodity Size Lot No. Mfg. Date Specification Date of Issue
pil % M it = & H M u K AT H #
E6013 Electrode 2.0mm K24H0112 2024.02.29 AWS A5.1 E6013 2024.03.02
CHEMICAL COMPOSITION 1k 22 Hi 7 (%)
Elements . .
o N C Mn Si P S Cu Ni
Requirement
i e <0.12 0.30-0.60 <0.35 <0.040 <0.035 - -
Actual 0.081 0.43 0.25 0.017 0.029
Tensile Test of Deposited Metal Impact Test of Deposited Metal Welding Condition
IR A I IR L T W Soundness S S
Test Require - - . : Test
Y)Iggﬁgg%lgt Ten%leﬁ?é’}e%?gth EI%]?;%O” T;?;&-I;%r;g Im%;(;;\lljlue B 2R A6 | Type of Current | Amperage |Arc. Voltage|  Wire
- - S LRGBS R | BIHE | aEL
MPa MPa % C J
Requirement MIN MIN MIN MIN
B e 330 420 17 0 47
Actual Result
9 W i 430 491 %0 0 82 /\
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